


WOOLMARK SPECIFICATION 
 
SPECIFICATION LD-2: 2016 

 
TUMBLE DRY CYCLE 

FOR HAND WASHABLE WOOL PRODUCTS 
 
 

MANDATORY REQUIREMENTS 
 

Property Test method Pass level 

Area felting shrinkage  309 
The area felting shrinkage of the standard 
fabrics must not be more than 6% greater than 
that of the same fabrics after machine wash and 
flat dry. 

Surface appearance 309 
The assessment grade of the knitted fabric must 
be as good as the grade of the same fabric after 
machine wash and flat dry. 

Smooth dry appearance 309 
The assessment grade of the woven fabric must 
be equal to the grade of the same fabric after 
machine wash and flat dry. 

 
NOTES 
 
This specification does not cover cabinet dryers or tumble dryers modified so that the garments are 
not in motion during the drying action. 
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