


WOOLMARK SPECIFICATION 
 
SPECIFICATION LI-1: 2016 

 
WOOL SETTING ON ELECTRIC 

IRONS FOR PURE WOOL PRODUCTS 
 
 

Woolmark Apparel Care may be applied to any domestic hand iron where the wool setting(s), meets 
the following specifications when tested according to the test methods listed in this document. 
 
MANDATORY REQUIREMENTS 
 

Property Test method Pass level 

Wrinkle removal 315 Ironed sample to be Grade 4 or better 

Colour change 316 Delta E ≤ 1.5 

Crease insertion 317 Creases to be Grade 4 or better 

 
TEST AND REPORT CRITERIA 
 

Property Test method Pass level 

Frictional resistance 318 NA 

Mass of iron (without water) 

Dimension of soleplate: length, width at widest point 

Temperature of soleplate at wool setting 

Volume of water tank 

– NA 
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